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Lehmarchitektur — Traditionelles Bauen im
fruchtbaren Norden von Valencia

Die Studie befasst sich mit der traditionellen Archi-
tektur und Bauweise in den fruchtbaren Gebieten der
noérdlichen Landesteile von Valencia als Konsequenz
der dortigen landwirtschaftlichen Entwicklung mit ih-
rem komplexen Netzwerk von Bewasserungskanalen
und Wegen. Diese Architektur reflektiert die Verwen-
dung traditioneller lokaler Baustoffe, wie Lehm, Kalk,
Stroh und Zuschlagstoffen. Die Bauweisen basieren
auf den Erfahrungen, die von Generation zu Genera-
tion weitergereicht wurden — von der islamischen Zeit
bis in die Mitte des 20. Jahrhunderts Nach dem Stu-
dium vorhandener Dokumente und anderem Infor-
mationsmaterial wurden aus Lehm gebaute Gehofte,
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Abb.1 Die Gegenden
far die Katalogisierung

Bauernhauser und Muhlen katalogisiert. Ihre Analyse
und Vergleiche ermoglichte eine Einordnung der ver-
schiedenen Bautechniken. Die Untersuchungen erga-
ben das Vorhandensein vierer typischer Wandbauwei-
sen: Mit Stampflehm, Adobe, stabilisierten Lehmstei-
nen und mit der Lehmballentechnik (,Cob"). Mit Be-
zug auf die Bauweise, deren Einordnung und die zeit-
lichen Ablaufe weist die Stampflehmbauweise fur den
Wandbau allein vier verschiedene Bauarten auf. Wir
haben uns dabei besonders auf die Bauart mit Back-
stein verstarktem Stampflehm konzentriert, da diese
am haufigsten im untersuchten Gebiet angewendet
wurde und bis heute auch am besten erhalten ist.
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Zielvorgaben und Methodik

Das Hauptanliegen der Studie ist die Erfassung
und Analyse traditioneller Lehmbautechniken in
den fruchtbaren Gebieten um Valencia. Es wurde
mit Stampflehm gebaut, aus Adobesteinen, in der
Cob-Technik (mit Lehmballen) oder mit stabilisier-
ten Lehmsteinen. Nach dem Studium vorhandener
Landschaftsbeschreibungen wurden insbesondere
die Lehmbauten in den Landereien in der Nahe des

Turia Flusses untersucht. (Abb. 1)

Nach Festlegung des Untersuchungsgebietes wurde
eine Eingabemaske (Datenblatt) fur die Dateneinord-
nung entwickelt, das aus vier Teilen besteht: Allge-
meine Baubeschreibung, angewendete Bautechni-
ken, Wandbaudetails und fotografische Dokumenta-
tion der untersuchten Wande.

Typologische Analyse und Einordnung

Es folgt eine detaillierte Analyse der Bauweisen ge-
maR der angewendeten Bautechniken.

Stampflehmwande

Es werden vier verschiedene Stampflehmbauweisen
angewendet. Die erste ist die einfache, aus Lehm
gestampfte Wand (Abb. 2), die vor allem in Bauern-
hausern und Muhlen angewendet wurde. Die Wande
sind ungefahr 40 cm dick. Der verwendete Baulehm
wurde mit feinen Zuschlagstoffen und etwas Stroh
gemischt zur Vermeidung von Rissbildung. Die Wan-
de sind mit etwa 1,5 bis 3,5 cm dickem Kalk- oder
Zementmortel verputzt. Das Fundament und ein
Wandsockel bestehen aus Backsteinmauerwerk, um
aufsteigende Feuchtigkeit zu vermeiden. AulRlerdem
sind alle Mauerecken und Offnungsrahmen Back-

steinverstarkt.

Abb. 2 Details einer einfachen Valenzianischen
Stampflehmwand
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Die zweite Bauweise bezeichnen wir als Typ | Valen-
cia Stampflehmwand (Abb. 3). Die wurde fur 40 bis
52 cm dicke Wande angewendet. Die Stampflehm-
masse besteht aus einem Lehm-Kalk- und feinem
bis grobem Sandgemisch. Die Wand hat (nach jeder
Stampflehmlage) im Verband in Kalkmortel verlegte
horizontale Backsteinlagen. Die Wande sind mit Kalk-
oder Sandzementmortel verputzt und auch teilweise
bereits damit repariert worden. Diese Stampflehm-
bauweise wurde vorwiegend fur Wohnhauser und
auch Muhlen zwischen dem 14. und 17. Jahrhun-

dert angewendet.

Abb. 3 Eine typische Hauswand in Valenzia (Typ 1)

Die dritte Bauvariante ist die Typ Il Valencia Stampf-
lehmwand (Abb. 4). Der Lehmanteil ist in dieser Bau-
weise geringer als bei der Typ 1 Wand, dafur sind der
Kalkanteil und der von den Zuschlagstoffen hoher.
Die Wand ist nach wie vor Backsteinverstarkt und
wurde zu 90% mit Kalksandmortel verputzt. Vor al-
lem wurden sie als Aullenwande von Wohnhdausern
gefunden, die zwischen dem 15. und 18. Jahrhun-
dert wurden.

Abb. 4 Details einer typischen Stampflehmwnd in
Valenzia (Typ Il)

Die vierte Bauweise ist die Typ Ill Valencia Stampf-
lehmwand fur 30-35cm dicke Wande, die aus ei-
ner Mischung von Lehm, Kalk, feinen und groben
Zuschlagstoffen, sowie einem hoheren Anteil an im
Verband verlegten Backsteinen besteht. Die AuRen-
wande sind nur mit Kalktinche bestrichen und nicht
verputzt. Gegenwartig werden solche Wande mit
Kalk- oder Zementsandmortel verputzt. Verwendet
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wurde diese Bauart in Wohnhdusern, Muhlen und
auch im Kirchenbau vom 16. bis ins 18. Jahrhundert-
mills, or religious buildings dating from the 16th to
18th century.

Abb. 5 Typ lll einer Stampflehmwand in Valenzia

Adobewande

Adobewande (Abb. 6) bestehen aus Lehmsteinen (Ab-
messung 40 cm lang X 20-24 cm breit und 7-10 cm
dick). Diese wurden aus einem Lehm-, Stroh- und
feinem Zuschlagstoffgemisch hergestellt. Auch der
zum Mauern verwendete Moértel ist aus dem gleichen
Material. Die Adobesteine wurden im Verband ver-
legt mit 1-4 cm dicken Fugen. Die Wande sind 44 bis
50 cm dick und mit Kalkputz versehen und stehen
auf einem gemauerten Sockel. AuRer fur Wohnhau-
ser wurden Adobesteine auch fur andere Gebaude-
arten benutzt.

=
g
Abb. 6 Details einer Adobewand

Wande aus stabilisierten Lehmsteinen

Das sind die in der Architektur Valenzias im 20sten
Jahrhundert am meisten gebauten Lehmwande fur
Wohnhauser und auch andere Gebaude. Die Wand-
starken sind je nach GroRe der Lehmsteine 14 bis
40 cm dick (Abb. 7). Diese Wandbausteine (29 bis
40 cm lang, 20 bis 26 cm breit und 11,5 bis 26 cm
dick) bestehen aus Lehm, verschiedenen Bindemit-
teln (Kalk oder Zement) und Zuschlagstoffen unter-
schiedlicher KorngréRRen. Die Steine werden im Ver-
band (Binder und/oder Laufer) verlegt, wobei Laufer-
schichten am haufigsten verwendet werden und hin
und wieder durch Backsteine verstarkt.

Abb. 7 Details einer Lehmwand mit stabilisierten
Lehmsteinen

Wande aus Lehmballen

Solche Wande wurden aus mit der Hand geformten
Lehmballen in der ,Cob"-Technik errichtet (Abb. 8).
Dafur wird ein auch fur Mortel benutztes Gemisch
aus Lehm, etwas Bindemitteln und feinen Zuschlag-
stoffen verwendet. Wande aus Lehmballen werden
fur 3 Meter hohe Gehdftmauern oder Einfriedungen

fur andere landwirtschaftliche oder Fischereigebaude
verwendet. Die Mauern sind 40 bis 44 cm dick.

Abb. 8 Detail einer Lehmwand mit Mauerwerkverstarkung

Fazit

Studie und Analyse der groRen Vielzahl verschiede-
ner Bauweisen und Gebdudearten erwiesen sich als
sehr komplex. Als Ergebnis der Untersuchungen der
unterschiedlichen Konstruktionstechniken kann fest-
gestellt werden, dass in der Valencia Region Stampf-
lehm am haufigsten fur den Wandbau verwendet
wurde. Durch die genauen Untersuchungen der ein-
zelnen Bauweisen wurde auRerdem festgestellt, dass
die meisten Schaden an den Lehmwanden durch
aufsteigende Feuchtigkeit und Regen entstanden sind.
Das sollte bei nachhaltigen RenovierungsmaRnahmen
in Erwagung gezogen werden.

Alle Zeichnungen und Fotos von C. Cazorla
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Earthen architecture: traditional
constructions in the fertile lands of

northern Valencia

This study focuses on the traditional architecture
constructed in the northern area of the fertile lands
of Valencia as a consequence of the development
of agriculture producing a complex network of ir-
rigation channels and roads. This architecture exe-
cuted with traditional materials like mud, lime, straw
or gravel used techniques based on experience
handed down from generation to generation from
the Islamic period until the mid 20th century. After
studying the bibliography available and local docu-
mentation, the analysis and comparison of rammed
earth farmhouses, cottages and mills in a catalogue
of buildings from this area made it possible to es-
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Fig. 1 Outline of areas for cataloguing

tablish a characterisation of the different building
techniques found and their variants. According to
this research four constructive typologies can be de-
termined: rammed earth, adobe, earth and cement
blocks, cob and earthen mortar. However, depending
on their constructive, typological and chronological
features, rammed earth walls can be subdivided into
another four types, among which we can give spe-
cial mention to brick-reinforced rammed earth as the

most common constructive technique in this area or,
where applicable, the one that has been best con-
served to the present day.
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Objectives and methodology

The main aim of this study is to catalogue and ana-
lyse the traditional earthen constructions of the fer-
tile lands around the city of Valencia. These con-
structions are made using rammed earth, adobe,
cob, earth blocks or mortars with a high percentage
of earth.

Based on a review of the bibliography the earthen
constructions found in the land lying on the origi-
nal riverbed of the river Turia is catalogued in detail
(Figure 1).

Once the area under study was outlined a type fiche
was created for data collection, consisting of four
sections: general building data, constructive tech-
nique used, wall details, and photographic study of
the walls examined.

Analysis and characterisation by typology

Below we present a detailed analysis of the construc-
tions according to their constructive technique.

Rammed earth walls
There are four constructive variants of rammed
earth walls.

The first of these is the simple rammed earth wall
(Figure 2). This variant was found in a very small num-
ber of cases, in rural homes and mills. The earthen
walls themselves are approximately 40 cm thick and
the nucleus is composed of earth, some straw to pre-
vent the appearance of cracks during the drying pro-
cess, and fine aggregate to increase resistance. All
the walls studied had an exterior rendering in lime
or cement mortar, 1.5 to 3.5 cm thick. The wall sur-
faces rise from a masonry or brickwork plinth that
protects the earthen wall from rising damp; in addi-
tion, the corners, jambs and main joins are reinforced
with bricks.

Fig. 2 Detail of a simple rammed earth wall
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The second variant is a type | Valencian rammed earth
wall (Figure 3), corresponding to constructions that
are 40-52 cm thick, where the tamped mix contains
high proportions of earth, lime to provide resistance
and fine and/or coarse aggregate. The lime mortar
used overflowed during construction to cover part of
the more or less regular horizontal brick coursework,
with header bonds at a vertical distance of 5-12 cm.
Although these do not usually have any exterior ren-
dering, in some cases lime mortar is found, with or
without the occasional repair with cement, or with a
cement mortar. This constructive typology is found
mainly in dwellings although it can also be found in
enclosures, mills and constructions built between the
14th and 17th centuries.

Fig. 3 Detail of a type | Valencian wall

The third variant, type Il Valencian rammed earth
walls (Figure 4), has a lower proportion of earth in the
mix than in type |, but has a high percentage of lime
and aggregates in different granulometries in the mix.
The bricks are laid with header bonds, and the vertical
distance between them is 4 to 15 cm. All the cases
analysed are currently rendered on the surface with
a mortar, either lime or cement, for protection, and
in 90% of cases the surface finish is lime mortar. As
regards building typology, this type of wall is usually
found in dwellings but also in outer walls constructed
between the 15th and 18th centuries.

Fig. 4 Detail of a type Il Valencian rammed earth walls

The final variant, type Ill Valencian rammed earth
(Figure 5) are walls 30-55 cm thick, with a mix com-
posed of earth, lime, brick and fine and/or coarse ag-
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gregate in lower proportions than in the two previous
cases. The ratio of bricks in the elevation of the wall
is much higher, and the vertical distances between
bricks range from 2 to 6 cm, laid with stretcher and
header bonds. In terms of exterior rendering, most
of these were not rendered or were simply lime-
washed, although currently many are rendered with
lime or cement mortar. As regards general charac-
teristics, most of these constructions were dwell-
ings although there are also auxiliary constructions,
mills, or religious buildings dating from the 16th to
18th century.

Fig. 5 Detail of type Ill Valencian rammed earth wall

Adobe walls

Adobe walls (Figure 6) are made out of earth blocks,
large amounts of straw and a small percentage of ag-
gregates — mostly finer — and using the same type of
mortar. The constructive cross-section is 44-50 cm,
with different types of bonds, in some cases with
header or stretcher bonds or a combination of both.
These adobe bricks are usually 40 cm long, 20-24 cm
wide and 7-10 cm thick. Joins are 1-4 cm. These
prismatic bricks are usually rendered in lime to en-
sure durability, with a plinth to prevent rising damp.

Although this typology was found mainly in dwellings
it is also present in auxiliary constructions.

Fig. 6 Detail of an adobe wall
Walls of binder-earth blocks

Blocks of binder-earth are widely used in 20th cen-
tury Valencian architecture.

These walls (Figure 7), found in 20th century auxiliary
constructions and residential buildings, are 14-40 cm
thick, depending on the size and position of the block
within the construction. These blocks are made up
of a mortar of earth, binders, and gravel of different
granulometries in high proportions. The binder may
be either lime or cement, and the blocks are laid in
the construction in coursework, using lime or cement
mortar for the 0.5-2.5 cm joins. Measurements vary
greatly as the blocks were manufactured manually:
29-40 cm long, 20-26 cm wide and 11.5-26 cm thick.
In terms of bonding we found blocks laid in header,
stretcher and header, or in stretcher position, which
was the most frequent. These constructions also in-
clude horizontally coursed bricks at specific intervals
and/or reinforcements at the weakest points of the
constructions using the same bricks.

Fig. 7 Detail of a wall of binder-earth blocks

Earthen mortars

The walls built using earthen mortars (Figure 8) can
be found in perimeter enclosures as high as 3 metres
and in conjunction with specific types of building and
in auxiliary constructions for agricultural and fisher-
ies use.

These walls are 40-44 cm thick. The mortar used is
mixed using high proportions of earth, a small per-
centage of lime as binder and fine aggregate. These
are mostly mixed constructions of masonry and brick,
or sometimes simply either masonry or brick.

Fig. 8 Detail of a wall with earthen mortar and masonry
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Conclusions

This study and analysis was complex due to the wide
variety of constructive typologies and buildings stud-
ied. However, examination of the parameters of the
different constructive techniques revealed that Va-
lencian rammed earth walls were the most common
type in the region.

In addition, the in-depth study of individual typolo-
gies made it possible to identify the damage they pre-
sent, which is most often derived from rising damp or
rainwater. When carrying out interventions on these
constructions it is therefore vital to take these fac-
tors into account in order to ensure lasting effects of
the intervention.

All drawings and photos by C. Cazorla
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